


Railcorp designers were impressed by the characteristics offered by the product which formed 
an excellent repelling feature that would prevent water from penetrating into the concrete by 
increasing the surface tension of water, and other fluids including fuel and oil.  

The system also blocks water and vapour 
movements within the capillaries and pores 
using a crystallisation process. Under wet 
conditions and upon contact with moisture its 
hydrophilic nature allows the crystals to swell 
and fill the voids preventing moisture from 
passing through. 

Simultaneously the hygroscopic property of 
the crystals provides a continual growth 
towards the source of moisture, resulting in 
permanent moisture blocking at the source. 

The building was prepared and taped prior 
to applying the Pavix Solution. 

Application was undertaken in one coat 
using a fine mist spray. 

Once applied the solution was allowed to 
penetrate and cure for 15 minutes. After 
which point the tape was removed and the 
application tested. Within this short period 
water was repelled from the surface of the 
concrete.
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